
H2CrO4 H2SO4 Additive(1120F) Additive(1120G) Temperature

210 ~ 250 g/l 0.8 ~ 1.2 g/l 5 ~ 8 ml/l 5 ~ 8 ml/l 45 ℃

Fig. 1. Result of automobile ABS molding part simulation. Fig. 2  Result of auxiliary cathode simulation.  

C-6 

 

A design of auxiliary cathode for improvement of uniformity of electrodeposit of thickness 

by simulation technique
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Table 1. Composition of decorative Cr 6+ plating solution
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