
111©Copyright The Korean Society of Environmental Engineers http://www.eer.or.kr

http://dx.doi.org/10.4491/eer.2012.17.2.111
pISSN 1226-1025   eISSN 2005-968X

Environ. Eng. Res. 2012 June,17(2) : 111-116

  Research Paper

Recovery of Ammonium Salt from Nitrate-Containing 
Water by Iron Nanoparticles and Membrane Contactor

Yuhoon Hwang1†, Dogun Kim2, Yong-Tae Ahn3, Chung-Man Moon4, Hang-Sik Shin1

1Department of Civil and Environmental Engineering, KAIST, Daejeon 305-701, Korea
2Department of Civil Engineering, Kyung Hee University Global Campus, Yongin 446-701, Korea
3Department of Civil and Environmental Engineering, The Pennsylvania State University, University Park, PA 16802, USA
4Department of Civil and Environmental Engineering, University of Windsor, Windsor, ON, Canada

Abstract
This study investigates the complete removal of nitrate and the recovery of valuable ammonium salt by the combination of na-

noscale zero-valent iron (NZVI) and a membrane contactor system. The NZVI used for the experiments was prepared by chemical 
reduction without a stabilizing agent. The main end-product of nitrate reduction by NZVI was ammonia, and the solution pH was stably 
maintained around 10.5. Effective removal of ammonia was possible with the polytetrafluoroethylene membrane contactor system in 
all tested conditions. Among the various operation parameters including influent pH, concentration, temperature, and contact time, 
contact time and solution pH showed significant effects on the ammonia removal mechanism. Also, the osmotic distillation phenomena 
that deteriorate the mass transfer efficiency could be minimized by pre-heating the influent wastewater. The ammonia removal rate 
could be maximized by optimizing operation conditions and changing the membrane configuration. The combination of NZVI and the 
membrane contactor system could be a solution for nitrate removal and the recovery of valuable products.
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1. Introduction

Nitrogen is an essential element for living creatures. However, 
an excess of nitrogen from various sources can cause environ-
mental problems such as eutrophication. Furthermore, when 
nitrogen compounds enter environmental water in the form of 
nitrate, they contaminate drinking water sources [1]. 

Nitrate is removed through various technologies including 
ion exchange, reverse osmosis, biological denitrification, and 
chemical reduction [2-5]. However, ion exchange and reverse os-
mosis require frequent regeneration of the media and generate 
secondary brine waste. Biological denitrification, the most wide-
ly used method, requires intensive maintenance and a constant 
supply of organic substrates. Moreover, the microbial processes 
are generally slower and sometimes less complete than chemical 
reduction. Of the various chemical reduction methods proposed 
for the effective removal of nitrate, zero-valent iron (ZVI) has at-
tracted the most interest. The use of nanoscale zero-valent iron 
(NZVI) has several advantages over microscale ZVI, particularly 
in terms of its high level of stable reactivity [6].

However, the end-product of this reaction is sometimes unfa-
vourable. We conducted a previous study on the final product of 
nitrate reduction, and ammonia, which is undesirable, was the 

main end product [7]. Therefore, it is required to consider further 
treatment for complete removal of the ammonia produced. 

Recently, membrane contactors have been considered as an 
attractive alternative for the removal of volatile contaminants 
such as ammonia [8]. Membrane contactors allow direct contact 
and mass transfer between gaseous and liquid phases without 
dispersing one phase into the other [9].

Compared to conventional air stripping, ammonia stripping 
using membrane contactors provides a number of advantages. 
These include a larger interfacial area per unit volume, which 
provides fast removal of the volatile contaminant, and indepen-
dent control of gas and liquid flow rates without causing any 
flooding, loading, or foaming. This also contributes to lower 
capital cost and ease of operation [10]. In particular, ammonium 
can be recovered in the form of ammonium salt in liquid/liquid 
membrane contactor systems. Due to the increase of global de-
mand for nitrogenous fertilizer, from 10 Mt N in 1960 to 90 Mt N 
in 1998 [11],  control over the point sources of N and P has shifted 
from removal to recovery, with a particular emphasis on improv-
ing the sustainability of agricultural activities.

In this study, polytetrafluoroethylene (PTFE) membranes 
were used in order to contact the aqueous solutions of ammo-
nia and the receiving solution. Diluted solutions of sulfuric acid 
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20 min of aging. The collected particles were then washed three 
times with a large amount of degassed deionized water. The pre-
pared NZVI was immediately used for a batch experiment. The 
NZVI was characterized with the help of a transmission electron 
microscope (TEM, Tecnai F20; Philips Electronics Co., Eind-
hoven, Netherlands), a particle size analyzer (ELS-8000; Otsuka 
Electronics Co., Osaka, Japan) and a Brunauer Emmett Teller 
(BET) surface area analyzer (Sorptomatic 1990; Thermo Fisher 
Scientific Inc., Waltham, MA, USA). 

2.2. Nitrate Reduction by NZVI

Batch tests for nitrate reduction were conducted in 1 L 
Schlenk flasks. The reactor was filled with 700 mL of nitrate so-
lution, and the solution was purged with argon gas before the 
injection of NZVI. Then, 100 mL of an NZVI slurry containing 1 g 
of NZVI was added to the reactor, which contained 100 mg/L of 
nitrate. The solution was continuously stirred with a mechani-
cal stirrer. Samples were taken periodically, filtered with 0.45 μm 
syringe filters, and then analyzed immediately. Argon gas was 
blown continually into the reactor to maintain an anoxic condi-
tion during the reaction.

Nitrate and nitrite concentrations were analyzed by means of 
ion chromatography (DX-120; Dionex Co., Sunnyvale, CA, USA). 
Ammonium and total nitrogen were analyzed using a standard 
method (ASTM D1426-03) and a spectrophotometer (DR-2010; 
HACH, Loveland, CO, USA) in accordance with the guidelines of 
the 20th edition standard method.

2.3. Membrane Contactor Configuration

The tubular membrane used was made with PTFE and pore 
diameters of 0.4 μm, and 205.5 cm2 of effective surface area. The 
speciation of the membrane module is presented in Table 1. 

were used as the receiving solution. The principle of the removal 
of the ammonia from the feed to the receiving solution is illus-
trated in Fig. 1. The hydrophobic membrane separates two cir-
culating phases: the feed that is aqueous phase containing am-
monia on the shell side and the receiving solution, and a diluted 
solution of sulfuric acid on the lumenside. An air gap fills the 
pores of the hydrophobic membrane, which is not wetted by the 
aqueous solutions. 

First, ammonia (NH3) diffuses from the bulk of the feed to 
the feed-membrane interface. NH3 volatilizes through the feed-
membrane interface, diffuses across the air-filled pores of the 
membrane, and finally reacts immediately with sulfuric acid on 
the interface to form the non-volatile compound ammonium 
sulphate ((NH4)2SO4). Thus, the concentration of ammonia in 
the receiving solution is essentially zero. Total ammonia removal 
could be theoretically possible under this configuration, since 
the driving force for this liquid-gas-liquid membrane contactor 
operation is the difference in ammonia partial pressure between 
the feed and the receiving solution.

In this study, a tubular type membrane configuration was 
applied for ammonia stripping, and the feasibility of this mem-
brane configuration was studied. The ammonia removal effi-
ciencies under various operation conditions were evaluated. The 
pH, initial ammonia concentration, flow rate, and temperature 
difference were selected as reaction variables, and the crucial 
factors for operation were evaluated. 

2. Materials and Methods

2.1. Synthesis and Characterization of NZVI

In this research, the mild chemical reduction of metal salts 
in a solution phase, which had chemical homogeneity as a key 
advantage, was used to prepare NZVI [12]. The NZVI was synthe-
sized in a 500 mL flask reactor with four open necks. One of the 
necks was housed with a tunable mechanical stirrer at 60 to 500 
rpm. For the reduction of ferric ions to NZVI, a dropping funnel 
was used (at a rate of 1 drop/sec) to introduce 250 mL of borohy-
dride solution (358.4 mM) into 250 mL of ferric ion (Fe3+) solution 
(71.7 mM). The reduction reaction is expressed as follows [5]: 

4Fe3+ + 3BH4
- + 9H2O   4Fe0 + 3H2BO3

- + 12H+ + 6H2

The NZVI was collected by centrifugation of the solution after 

Fig. 1. Principle of ammonia removal in membrane contactor system. Fig. 2. Lab scale membrane contactor system for ammonia removal.

Table 1. The speciation of membrane contactor module

Material Polytetrafluoroethylene

Nominal pore size (μm) 0.4 

Length (cm) 54.5

Diameter (membrane, cm) 1.2

Diameter (shell, cm) 2.4
Effective surface area (cm2)                          205.5
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ume, the membrane length, and the feed velocity in the module, 
respectively. Eq. (1) was derived from mass balances of the mod-
ule and the ammonia solution, assuming that the acid reservoir 
is big enough to neutralize all the ammonia.

3. Results and Discussion

3.1. Properties of NZVI and Its Nitrate Reduction Capability

The TEM morphologies of the prepared NZVI in this study are 
shown in Fig. 3 with different magnifications. Laser scattering 
particle size analysis shows that the average diameter of the pre-
pared NZVI was 16.7 nm. The BET surface area was 79.06 m2/g. 

As shown in Fig. 3(c), NZVI is spherical with a chain network 
structure. The spherical shape and chain net morphology are 
similar to those observed in other studies [14]. The aggregation 
of NZVI in aqueous solution without a surfactant is a common 
behavior, but the accessibility of reactants to NZVI is good be-
cause the total surface area is unaffected due to the high porosity 
of the aggregates [15, 16]. The high reaction rate expected was 
confirmed by the high nitrate reduction rate of the subsequent 
experiments.

Fig. 4 shows the profile of aqueous nitrogen species in rela-
tion to the reaction time during nitrate reduction by NZVI. The 
reference conditions were a temperature of 30°C, an initial pH 
of 7, and an unbuffered status. More than 97% of the nitrate was 
removed within 1 hr and complete removal was obtained within 
1.5 hr. Ammonia was produced as the main by-product, and its 
concentration decreased after 1 hr of reaction. Therefore, the 
suitable reaction time for the highest ammonia recovery is 1 hr. 

Fig. 2 shows the membrane contactor system used in this 
study. The membrane module consists of PTFE tubular mem-
brane encased in a polypropylene (PP) pressure vessel. The sub-
strates were fed to the inside of membrane and the strip solution 
was supplied on the shell-side. Sulfuric acid (10%, w/w) was used 
as a stripping solution and flowed in the opposite direction of 
feed solution. 

2.4. Operation Conditions of Membrane Contactor

The feasibility of a membrane contactor to remove produced 
ammonia was evaluated under different operating conditions. 
Influent pH was selected to figure out the effect of free ammo-
nia fraction on ammonia removal. The effect of initial ammonia 
concentration (250 and 1,000 mg/L), flow rate of feed solution 
(10 and 20 mL/min) and strip solution (8 and 16 mL/min), and 
temperature difference between feed and strip solution (0°C, 
13°C) were also evaluated. The specific experimental conditions 
are shown in Table 2.

2.5. Ammonia Removal Kinetics

The change of ammonia concentration with time was used to 
calculate the overall mass transfer coefficient (km) as follows [13]: 

0ln (1 )
α

−
= −

k L
t vC Q

e
C V                                 

(1)

in which C0 is the initial total ammonia concentration, Q is 
the total flow through the module, t is the time, V is the total vol-
ume of ammonia solution, and a, L, and v are the area per vol-

a cb

Fig. 3. Transmission electron microscope images of the prepared nanoscale zero-valent iron with different magnification.

Table 2. The experimental conditions

NH3 in SS ∆T (oC) Qfeed (mL/min) Qstrip (mL/min) Variable

Set 1     250 0 0 10 8 Influent NH3-N

Set 2 1,000 0 0 10 8

Set 3 1,000 0 13 10 8 Temperature

Set 4 1,000 0 0 20 8 Flow condition

Set 5 1,000 0 0 10 16

SS: suspended solid.
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ammonia stripping. All of following batch experiments were per-
formed at pH 11 based on this preliminary test.

As shown in Fig. 5(b), the pH was increased to 10.5 during the 
nitrate reduction. The free ammonia fraction was 54.2% under 
pH 10. Therefore, it was possible to remove the produced ammo-
nia effectively by the membrane contactor without pH adjust-
ment. 

3.2.2. Effects of influent concentration on mass transfer coef-
ficient

Biological processes can be applied to remove ammonia and 
other contaminants from water and wastewater. However, the 
high concentration of ammonia has inhibitory effects on bio-
logical wastewater treatment processes. By using the membrane 
contactor, which is one of the conventional physico-chemical 
processes, selective dissolved pollutants can be removed. The 
ammonia removal kinetic described in Section 2.3 is not a func-
tion of concentration, but of residual fraction. To verify the effect 
of influent concentration on membrane contactor operation, the 
ammonia removal rate was observed at different initial ammonia 
concentrations of 250 and 1,000 mg/L.

The amount of removed ammonia was increased with in-
creased influent ammonia concentration in Fig. 6(a). However, 
the trend of residual fraction does not have a significant differ-
ence with different concentration. The mass transfer coefficient 
(km) decreased from 7.25 × 10-3 m/hr to 7.0 × 10-3 m/hr (3.4%) as 
the ammonia concentration increased from 250 to 1,000 mg/L. 
These results indicate the ammonia removal is mainly controlled 
by the ratio of ammonia concentration in the feed and strip solu-
tions. Therefore, the membrane contactor is a suitable process 
for high strength wastewater. 

3.3. Enhancement of Ammonia Stripping Efficiency by 
Changing of Temperature & Hydraulic Conditions

3.3.1. Prevention of osmotic distillation
Osmotic distillation (OD) is an evaporative membrane con-

tractor process, which is a coupled process in membrane ab-
sorption in treating high-strength ammonia-containing waste-
water [18]. Due to the difference of vapour pressure between 
feed stream and strip solution stream, water molecules leak 
from the feed solution into the strip solution through membrane 
pores. (Fig. 7) 

3.2. Ammonia Stripping under Various pH and Its Related 
Kinetics

3.2.1. Effects of pH on ammonia removal by membrane 
contactor

For efficient removal of ammonia, it should be in its volatile 
form. Increasing pH or temperature to a point where all ammo-
nium-nitrogen (NH4

+-N) is in its volatile ammonia form (NH3) 
ensures this. The expression for free ammonia (FA) fraction of 
the total reduced ammonia is derived from known equilibrium 
expressions and is presented in Eq. (2) [17].

pH

6244
pH273.15

10
FA=

e +10                                   

(2)

At constant temperature, pH is the one factor that influences 
FA fraction. Therefore, pH is one of the most important factors 
determining overall reaction efficiency. According to Eq. (2), high 
ammonia removal rate is expected at high pH. The ammonia re-
moval rate is shown in Fig. 5(a). The ammonia removal rate was 
increased with the increased free ammonia fraction in the feed 
solution in the pH range of 7 to 11. Therefore, it was concluded 
that the high pH of the feed solution was essential for effective 
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Fig. 5. (a) Ammonia removal time profile at various solution pH conditions, (b) pH variation during nitrate reduction by nanoscale zero-valent iron.

Fig. 4. Nitrate reduction profile by nanoscale zero-valent iron.
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22°C). Because of the temperature difference, the ammonia re-
moval rate increased to 7.3 × 10-3 m/hr (4.4%). This result indi-
cated that the effect of osmotic distillation on ammonia removal 
was not significant. (Table 3)

In case of the control experiment, the volume of feed solu-
tion increased by osmotic distillation phenomena. On the other 
hand, the volume of feed solution decreased in case of heating. 
Therefore, the osmotic distillation phenomenon was suppressed 
by temperature increase, even though it was not significant.

3.3.2. Increase of flow rate
A large surface area of the membrane module can guaran-

tee successful removal of ammonia in the membrane contactor 
system since the ammonia removal mechanism is evaporation 
through the membrane pores. Operation with high flow rate is 
one of the alternative ways to increase the contact between the 
strip solution and the wastewater stream. The flow rate was in-
creased to twice that in control experiments for both of feed so-
lution and strip solution.

As the flow rate increased for both solutions, the ammonia 
removal efficiency increased slightly, as shown in Fig. 8. Particu-
larly, increase of strip solution flow rate showed great enhance-

It was clear that the coupled OD brought negative effects to 
ammonia removal in the membrane contactor system. The re-
moved ammonia could not be concentrated in the strip solution 
effectively due to the undesired transfer of water molecules by 
the osmotic distillation phenomenon. Therefore, the OD ef-
fects should be minimized to ensure successful operation of the 
membrane contactor process. Pre-heating of feed solution is one 
of the possible solutions to minimize the OD effect. Due to the 
high vapor pressure of the heated strip solution, water could not 
pass through the membrane from the feed solution. To verify this 
theory, strip solution was heated to 35°C, which was selected as 
the model temperature in mesophilic conditions (feed solution, 

Fig. 6. Effect of initial concentration on ammonia removal in the membrane contactor; (a) concentration, (b) residual fraction.
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Fig. 7. Effect of operating temperature on ammonia removal in the 
membrane contactor.
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Table 3. The effect of osmotic distillation in membrane contactor 
operation

Initial volume 
(mL)

Final volume 
(mL)

Volume change 
(mL)

Control 940 965 +25

Heating 940 930 -10
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ment of ammonia removal rate. This might be due to the strip 
solution being saturated at low flow rate. Therefore, the supply 
of fresh strip solution and high membrane surface area were es-
sential for efficient membrane contactor operation.

The mass transfer coefficients under various operation con-
ditions are summarized in Table 4. The mass transfer coefficient 
increased with the low influent ammonia concentration, sus-
pended solid-free condition, suppression of osmotic distilla-
tion by temperature difference, and high flow rate for both strip 
and feed streams. Among these various operation conditions, 
higher flow rate led to greatest enhancement of mass transfer. 
This means that the most important factor for efficient ammo-
nia removal in membrane contactors is the contact time, which 
could also be attained by the use of membranes with large sur-
face areas. Because a tubular membrane module was applied 
in this study, it is hard to increase the membrane surface area. 
Alternatively, operation at high flow rate could be considered for 
effective ammonia removal. 

4. Conclusions

In this research, complete removal and recovery of nitrate 
was studied by a combination of NZVI and a membrane contac-
tor system. Ammonia was produced as the main end product 
of nitrate reduction by NZVI, and the produced ammonia was 
effectively removed in the tubular PTFE membrane contac-
tor system. The removal efficiency of ammonia removal was 
mainly affected by feed solution pH. The solution pH of nitrate 
reduction by NZVI was maintained over 10, which is suitable for 
ammonia recovery by the membrane contactor. The effect of 
various operating conditions including influent ammonia con-
centration, temperature, and flow rate were investigated for the 
enhancement of mass transfer in the membrane contactor sys-
tem. Among the various operation conditions, flow rate showed 
the most critical impact on ammonia removal by increasing 
the mass transfer coefficient over 50%. The ammonia removal 
rate can be maximized by optimizing operation conditions and 
changing membrane configuration. Therefore, the combination 
of NZVI and the membrane contactor system could be a solution 
for nitrate removal and recovery of valuable products. 
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